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ABSTRACT: As a group of attractive photoelectromagnetic and catalytic
functional materials, metal oxychlorides have been attracting attention
for electrochemical energy storage in rechargeable chloride ion battery
(CIB) systems recently. Their application, however, is limited by the
complicated synthesis and/or poor cycling stability. Herein, a facile
strategy using vacuum impregnation and subsequent thermal decom-
position at mild conditions has been developed to synthesize the FeOCI/
CMK-3 nanocomposite material. Bene ting from the nanocon ned
structure, a high-performance FeOCI/CMK-3 cathode, which has a high
discharge capacity of 202 mAh g !, superior cycling stability, and
signi cantly improved charge transfer and chloride ion di usion, is
achieved. The electrolyte component is found to show a high a nity with
the chlorine layer in the FeOCI phase, inducing evident expansion of the
FeOCl layers along the b-axis direction and thus boosting a new potential
liquid exfoliation approach for preparing 2D FeOCI material. Importantly, reversible electrochemical reactions of the

FeOCI cathode material based on the redox reactions of iron species and chloride ion transfer are revealed.
etal oxychlorides MO,CI, (M = transition or rare
earth metal) are a group of chemical compounds in

M which both oxygen and chlorine atoms are bonded
to a metal element. They have strong in-plane M O chemical
bonds and weak out-of-plane van der Waals interaction
between adjacent Cl Cl layers."? This structure could facilitate
the separation and transport of charge carriers,* contributing
to the development of metal oxychlorides as high-e ciency
photocatalysts for water splitting, environment remediation,
and hydrogen production under UV or visible light* ® The
electronic, magnetic, and photoluminescent behaviors of metal
oxychlorides are also of great interest.” ° Furthermore,
applications of metal oxychlorides in glucose and gas sensors

and Fenton-like catalysts for degradation of organic contam-
inants were also developed.”® ** Recently, owing to high
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stability, desired high theoretical energy density, and chlorine
resources, metal oxychlorides such as BiOCI, FeOCI, and VOCI
have been employed as cathode materials for chloride ion
batteries (CIBs), which is a new rechargeable battery based on
chloride ion transfer, using Li or Mg as the anode material.** *°

Besides the high theoretical energy density, FeOCI material
possesses abundant elemental components. Currently, the
synthesis of FeOCI is commonly performed by a complicated
chemical vapor transport method, which requires a high
temperature of 643 K (370 °C) for several days, leads to the
formation of a large particle size of FeOCI, and brings about
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Figure 1. (2) Schematic fabrication process of the FeOCI/CMK-3 material. SEM images and XRD patterns of (b,c,f) the as-prepared FeOCI
and (d.e,f) FeOCI/CMK-3 nanocomposite. (g) TEM image of the CMK-3 powder. (h) TEM image and the corresponding SAED and

elemental mapping images of the FeOCI@CMK-3 nanocomposite.

high pressure during synthesis because of the vaporization of
FeCl,.**%" Therefore, a facile synthesis method of FeOClI is
highly demanded. Second, FeOCI has a high electrical
resistivity (ER) of 107 .cm at ambient conditions,”* which
is 2 orders of magnitude higher than that of pure Si.
Conventional carbon incorporation at high temperature for
improving the electrical conductivity of FeOCI would not be
realized because the decomposition of FeOCI occurs at around
643 K (370 °C).* Alternatively, mechanical milling of FeOCI
with di erent carbon materials at room temperature was carried
out, and the charge transfer resistance of the FeOCI cathode
could be drastically decreased, resulting in an increase of the
maximum discharge capacity."” Nevertheless, decomposition of
FeOCI by mechanical milling was observed, as shown in Figure
S1, and good cycling stability was not obtained. The third
challenge for the application of FeOCI lies in bu ering the large
volume change during cycling. Theoretically, removal of the
chlorines in FeOCI would cause a volume contraction of 58.6%.
Actually, the issues concerning the high ER and large volume
variation also exist in utilization of the attractive sulfur (ER:
10% -cmg or silicon electrode material in rechargeable
batteries.”*** A nanocon nement approach using porous
carbon as the matrix enabled realization of high electronic
conduction and structural integrity of these electrode materials
during cycling.** 7

Herein, we report a nanocon ned FeOCI cathode material,
which was successfully prepared by a thermal decomposition
method and the incorporation of CMK-3 under mild
conditions below 473 K. The as-prepared FeOCI/CMK-3
nanocomposite cathode shows a maximum discharge capacity
of 202 mAh g * and a high reversible capacity of 162 mAh g *
after 30 cycles, owing to the drastically enhanced charge
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transfer and chloride ion di usion. Intercalation of organic
molecules and also the electrolyte into the layers of FeOCI
before cycling has been observed. The electrochemical reaction
mechanism based on chloride ion transfer of the FeOCI
cathode material in CIBs is further elucidated.

A schematic fabrication process of the FeOCI/CMK-3
material is shown in Figure la. First, the FeCl;:6H,O and
CMK-3 powders were mixed together in a mortar. The mixture
was loaded into an evacuated and sealed quartz tube and then
treated at 353 K for 24 h. Thereafter, the obtained FeCls:
6H,0/CMK-3 powders were heat treated at 453 K for 10 h in a

ask under reduced pressure. The pure FeOCI| material was
prepared directly by this thermal decomposition method
without the addition of CMK-3. Figure 1b h shows the
morphology and structure results of the as-prepared pure
FeOCI and FeOCI/CMK-3 nanocomposites. The SEM images
in Figure 1b,c represent an agglomerated morphology of the as-
prepared FeOCI material. Some nano akes with a thickness of
about 40 nm were also observed and aggregated in the bulk
FeOCI particles. In contrast, the as-prepared FeOCI/CMK-3
nanocomposites exhibit distinct morphologies, including worm-
like CMK-3 particles coexisting with some highly dispersed
nanosheets with a thickness of about 20 nm (Figure 1d,e). This
suggests that the addition of CMK-3 can prevent the
agglomeration of FeOCI during its crystallization process by
the thermal decomposition of FeCl;-6H,0. The corresponding
XRD patterns in Figure 1f show that all of the re ections of
both FeOCl and FeOCI/CMK-3 samples can be indexed and
assigned to the orthorhombic layered FeOCI phase (PDF card
no. 72-619) with three characteristic peaks corresponding to
(010), (110), and (021) lattice planes. The decrease in the
intensity ratio between (010) and (110) lattice planes indicates
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Figure 2. Discharge and charge curves (10 mA g 1) and CV patterns (60 Vs 1) of the as-prepared (a,b,d) FeOCI/CMK-3 and (c,d) FeOCI
Y2 in the low-frequency region of the as-prepared FeOCI/CMK-3 and

cathodes. (e) Nyquist plots and (f) the relationship between Z and

FeOCI cathodes.

the formation of thinner FeOCI layers in the FeOCI/CMK-3
sample. This is consistent with the SEM results in Figure 1d.e.
TEM analysis was investigated to further illustrate the structure
and morphology of CMK-3 and the FeOCI/CMK-3 nano-
composite. CMK-3 shows its clear mesoporous channels with a
pore size of about 4 nm in Figure 1g. After FeOCI loading, the
apparent morphology of CMK-3 was retained, while the
internal mesoporous channels were blocked, as shown in Figure
1h. The elemental mapping analysis of this sample reveals the
uniform distribution of Fe, O, and Cl elements, and the
corresponding EDS pattern in Figure S2 demonstrates the ne
composition of the FeOCI in CMK-3, indicating the successful
nanocon nement of FeOCl| in CMK-3 (FeOCI@CMK-3
nanohybrid) by vacuum impregnation and subsequent thermal
decomposition. The corresponding selected area electron
di raction (SAED) image shows only the re ections of the
semigraphitized CMK-3. This is consistent with the result of
few-layer FeOCI nanosheets, which also showed no evident
di raction.?®

Figure 2 shows the electrochemical properties of the FeOCI/
Li electrode systems. The typical discharge and charge pro les
of the electrode system using the as-prepared FeOCI/CMK-3
cathode are presented in Figure 2a. The FeOCI/CMK-3
cathode shows a discharge capacity of 174 mAh g ! and a
dominant two-step discharge stage at the rst cycle. A
maximum discharge capacity of 202 mAh g ' (81% of the
theoretical discharge capacity) was received after electro-
chemical activation in the rst cycle, which could be attributed
to re nement of the particle/grain size by the conversion
reaction."* The voltage hysteresis between discharge and charge
was narrowed by this activation. The CV patterns of this
electrode system in Figure 2b exhibit two dominant pairs of
cathodic and anodic stages under the potential window of 1.6
3.5 V. The rst reduction stage appears from 2.8 to 2.1 V and
consists of a weak peak at 2.6 V and a distinct peak at 2.38 V.
The corresponding oxidation stage is centralized at around 2.88
V. Another redox couple at the lower potential includes a
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reduction peak at 1.9 V and the corresponding oxidation peak
at 2.19 V. The increase in the peak current and the decrease in
the potential gap after the rst cycle are in accordance with the
aforementioned activation process. Similar discharge and
charge pro les (Figure 2c) were observed when the as-
prepared FeOCI was used as the cathode. The pure FeOCI
cathode has a maximum discharge capacity of 165 mAh g *,
which is much lower than that of the as-prepared FeOCI/
CMK-3 cathode. Upon cycling, an obvious capacity decay
occurred and only 100 mAh g * (60.6% capacity retention rate)
of the as-prepared FeOCI cathode was maintained after 30
cycles (Figure 2d). Still, this capacity is much higher than 60
mAh g ! (37.5% capacity retention rate) of the FeOCI material
fabricated by the chemical vapor transport method at high
temperature, followed by mechanical milling with carbon
black.* Therefore, the thermal decomposition of FeCl,-6H,0
at mild conditions facilitates the formation of high-performance
FeOCI material. In comparison with pure FeOCI, the as-
prepared FeOC/CMK-3 cathode retained a high discharge
capacity of 162 mAh g * (80.2% capacity retention rate) after
30 cycles. This indicates that the incorporation of CMK-3 in
the FeOCI cathode contributes to signi cant improvements in
the electrochemical activity and the structural stability of
FeOCl, stimulating the addition of more CMK-3 in the FeOCI
cathode. As shown in Figure S3, the di raction peaks of the
FeOCI were broaden and weakened by the increase in the
CMK-3 content. This may be related to the decrease of FeOCI
content and/or re nement in the particle/grain size of FeOCI.
However, Fe,0O; was formed and chlorine content was
decreased (Figure S3, EDS) when more CMK-3 was added,
which may be caused by the delay in the release of water vapor
during the decomposition of FeCl;-6H,0. The water vapor
then reacted with the fresh FeOCI and led to the formation of
Fe, 0, resulting in reduction of the active material content. As a
consequence, the discharge capacity of the FeOCI cathode was
evidently decreased when more CMK-3 was introduced, as
shown in Figure S4.
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Figure 3. (2) XRD patterns of the FeOCI/CMK-3 electrodes at di erent charge and discharge states in the rst cycle. (b) XRD patterns of the
as-prepared FeOCI/CMK-3 powders and the powders treated by NMP at 373 K, electrolyte, PP,,TFSI, or PP;,CI/ACN at 298 K for 10 h.

To understand the reasons for the impressive charge and
discharge performance of the FeOCI/CMK-3 nanocomposite,
electrochemical impedance spectroscopy (EIS) measurement
was carried out (Figure 2e,f). The electrochemical processes of
both the as-prepared FeOCI and FeOCI/CMK-3 electrode
systems show a controlling step of a mixed rate-determining
process containing charge transfer and chloride ion di usion
steps. The EIS curves consist of three parts, a semicircle at high
frequency followed by a further semicircle and a straight line at
low frequency (Figure 2e). The former semicircle extended to
the Z axis is re ected by a solution resistance (R;), which
includes ionic resistance from the separator and electrolyte. The
former semicircle is considered to be the contact resistance
(R.), the later semicircle may be related to the charge transfer
process (R,), and the straight line should be associated with the
Warburg impedance by chloride ion di usion.'” The as-
prepared FeOCI cathode shows a notable R, of 161.6 Ohm
and an Ry of 573.9 Ohm. These values of the as-prepared
FeOCI/CMK-3 nanocomposite were signi cantly decreased to
69.1 and 345.2 Ohm, implying that higher electrical
conductivity and a faster charge transfer reaction were obtained
for the as-prepared FeOCI/CMK-3 nanocomposite. From the
straight line in the low-frequency range, the di usion coe cient
of the chloride ion is estimated according to the following
equation®®

D = (RT?)/(2An*F*C? ?) )
where D is the ionic di usion coe cient, R is the gas constant,
T is the absolute temperature, A is the surface area of the
electrode, n is the number of electrons per molecule, F is the

Faraday constant, C is the ionic concentration, and is the
Warburg factor, which has a relationship with Z
7 1/2 (2)

Figure 2f represents the linear ttings of Z vs the square root
of the frequency (Y2 in the low-frequency region. An
evident lower slope of was observed for the FeOCI/CMK-3
cathode as compared with that of the FeOCI cathode,
indicating that the FeOCI/CMK-3 cathode possessed enhanced
chloride ion di usion ability.*

To further understand the reaction mechanism of the FeOCI
cathodes, ex situ XRD analysis (Figures 3 and S5) was
performed to investigate the structural evolution of the FeOCI/
CMK-3 and pure FeOCI electrodes at di erent electrochemical
states. The di raction peak at 2 = 26.5° is ascribed to
re ection of the graphite foil current collector. Note that a new
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di raction peak at about 7.5° was formed after the slurry
coating and subsequent drying of the FeOCI electrodes.
Surprisingly, the main di raction peak at 11.2° corresponding
to the re ection of the (010) lattice plane of the FeOCI phase
disappeared, and instead, another new strong peak at 6.8°
appeared after a 10 h rest of the FeOCI electrodes in the coin
cells. This means that the FeOCI interplanar spacing along the
b-axis was signi cantly expanded before the charge and
discharge testing. The di raction peak of both FeOCI
electrodes at 6.8° was weakened during discharge and
disappeared after full discharge to 1.6 V. The following charge
to 3.5 V of the FeOCI electrodes realized the recovery of this
di raction peak, accompanied by apparent peak broadening,
which could be ascribed to re nement of the FeOCI grains.
The reappearance of the di raction peak at 6.8° after the
recharge process indicates the formation of the expanded
FeOCI and also the reversible reactions in the CIB. For the
FeOCI/CMK-3 electrode, XRD characterization of the sample
at intermediate discharge and charge states was also performed
(Figure 3a). Upon discharge to 2.5 V, according to the
discharge capacity in Figure 2a, the reaction with about 0.21
electron transfer occurred, and the re ections related to the
FeOCI phase in the XRD pattern were notably decreased.
When further discharged to 2.1 V, 0.56 electron was received at
the FeOCI/CMK-3 electrode side and the re ections of the
FeOCI phase almost disappeared. This may be caused by the
structural collapse of the FeOCI phase after removal of more
than 50% chloride ion according to the DFT calculations.*” No
re ections were observed after discharge to 1.6 V, indicating
that amorphous and/or nano iron oxide particles were formed
after the complete removal of chloride ion. After the following
recharge to 3.5 V, the FeOCI re ections were recovered. This
demonstrated that the FeOCI phase has better crystallinity than
its corresponding iron oxide in a CIB during cycling.

In order to get an insight into the aforementioned lattice
expansion of the FeOCI/CMK-3 electrode before cycling, the
interaction between the FeOCI powders and NMP, the
electrolyte or acetonitrile (ACN), which was used to wash
the FeOCI electrodes after cycling, was investigated. Density
functional theory (DFT) calculations were rst performed on
the adsorption energies on the FeOCI(010) surface of
intercalation species, including NMP, PP;,Cl, and ACN,
which was used by Zhang et al. to successfully exfoliate bulk
FeOCI to 2D nanosheets.”® The adsorption energies (Figure
S6) follow the order of PP,,Cl > NMP > ACN and are 0.58,

0.45, and 0.20 eV, respectively. Compared with the cleave
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Figure 4. HRTEM images and the corresponding line pro les of (a c¢) the FeOCI nanosheet in the as-prepared FeOCI/CMK-3
nanocomposite, (d f) after electrode preparation, and (g i) after soaking in the electrolyte for 10 h. The insets of panels (b,e,h) are the FFT

patterns derived from the corresponding areas of the red squares.

energy ( 0.1 eV, energy di erence between interlayers) of
FeOCl, all three species suggest energetically favorable driving
forces for intercalation, and PP,Cl favors the most due to the
strong intercalation between the charged piperidine ring and
the lone pair of the surface chloride of FeOCI. For the
intercalated FeOCI, the spacing between interlayers is clearly
enlarged, depending on the size and organization of the
molecules. For example, ACN and NMP show the same
extension to 1.17 nm due to the methyl groups, while PP,,ClI
extends the interlayers to 1.33 nm. The corresponding
intercalation experiments are conducted in the following. We
immersed the FeOCI/CMK-3 powders into the NMP and
found that NMP can be intercalated into the FeOCI layers after
drying of the FeOCI/CMK-3 powders at 373 K, which leads to
the increase of the FeOCI layer spacing from 0.79 (11.2°) to
1.20 (7.5°) nm (Figures 3b and 4d f). This intercalation can
also occur at the low temperature of 298 K (Figure S7),
although it is weakened. The immersion of the as-prepared
FeOCI/CMK-3 powders into the electrolyte results in a severe
intercalation reaction only at the low temperature of 298 K by
the formation of an intense di raction peak at the lower
position of 6.8°, indicating that the intercalation of the
electrolyte component into the FeOCI layers occurred much
easier and brought about a larger expansion of the FeOCI layers
to 1.30 nm (Figure 4g i). These expansion results are
consistent with those obtained from the DFT calculations.
We further veri ed that the main expansion from the
intercalation of the electrolyte was contributed by the PP,,Cl,
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as con rmed by the XRD results of the FeOCI/CMK-3
powders treated by the 0.5 M PP.,Cl in ACN and PP, TFSI
solution separately (Figure 3b). Therefore, both theoretical
calculations and experiments reveal that NMP or PP,,CI (easier
than ACN, Figure S7) can be intercalated into the FeOCI
layers, resulting in an evident shift of the di raction peak to the
lower position of the FeOCI/CMK-3 and FeOCI electrode
before cycling in Figures 3a and S5, rather than a self-discharge
when the FeOCI/CMK-3 electrode is assembled into a coin
cell. Furthermore, the intercalations can lead to distortion of
lattices, as clearly shown by the TEM, HRTEM, and
corresponding fast Fourier transform (FFT) patterns and line
scan pro les of the as-prepared FeOCI nanosheets before and
after intercalation (Figure 4). In this respect, our ndings clarify
the intercalation chemistry of the FeOCI electrode in the CIB
system and may also boost the liquid exfoliation of FeOCI
materials, contributing to the development and application of
this new kind of 2D materials.

Figure 5 shows the structure and morphology evolution of
the FeOCI/CMK-3 nanocomposite before and after discharge
and charge in the rst cycle. The FeOCI nanosheets in the
nanocomposite were chosen and investigated to obtain a
distinct evolution. Upon discharge, the as-prepared FeOCI
nanosheet lost its smooth surface, and an obvious rough surface
with many nanoparticles was formed (Figure 5d), which
possessed ultralow chlorine content (inset in Figure 5d) and
could be indexed to cubic Fe;O, (PDF card no. 2-1035) with
an ultra ne particle/grain size of 2 3 nm, as con rmed by the
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Figure 5. TEM images, HRTEM images, and the corresponding FFT patterns of the FeOCI nanosheets in the FeOCI/CMK-3 electrodes at
di erent charge and discharge states in the rst cycle: (a c) as-prepared, (d f) fully discharged, and (g i) fully charged. The red squares in
(a,d,g) correspond to the collected areas of EDS data. The obtained elemental contents of Cl and Fe by EDS are also inset in (a,d,g).

Figure 6. () FTIR spectra of the as-prepared FeOCI/CMK-3 powders, the as-prepared FeOCI/CMK-3 electrode, the FeOCI/CMK-3

electrode after rest in the coin cell (Rest), and the FeOCI/CMK-3 electrodes at discharge and charge at the

rst cycle. (b) Schematic

illustration of the whole chemical and electrochemical processes of the FeOCI material before and after cycling.

HRTEM and the corresponding FFT results (Figure 5e,f). The
formation of Fe;O, could be attributed to the oxidation of FeO
during the TEM test, which has an ultra ne size and is
extremely sensitive. A similar result was reported in our
previous work.™ It is interesting that the smooth surface of the
FeOCI phase was recovered after recharge (Figure 5g), and the
corresponding EDS result (inset in Figure 5g and Figure S8)
indicated that the chloride ion moved back to the cathode. The
HRTEM and the corresponding FFT images (Figure 5h,i) of
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the recharged FeOCI sample showed the formation of the
FeOCI phase with a nanosize of 5 10 nm, which interpreted
the re nement of the FeOCI grain size after cycling. These
ndings are consistent with the XRD result in Figure 3a that
reversible electrochemical reaction of the as-prepared FeOCI
electrode occurs via chloride ion transfer.

Fourier transform infrared spectroscopy (FTIR) measure-
ment was performed to further analyze the phase trans-
formation of the as-prepared FeOCI/CMK-3 samples before
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and after cycling, as shown in Figure 6a. The regions around
1633 and 3420 cm ! are related to the stretching vibrations of
the hydroxyl group ( OH) in the adsorbed water during the
FTIR test** The bands of CH, symmetric and asymmetric
stretching vibrations at 2853 and 2922 cm ! were detected in
all of the FeOCI electrodes;** however, the signals were very
weak. The interaction between the as-prepared FeOCI powders
and NMP or the electrolyte was also observed by FTIR (Figure
S9). The results manifested that the NMP or the electrolyte
was kept in the powders, although the signals were very weak.
The intercalation chemistry of the FeOCI/CMK-3 samples
before cycling, as shown in the XRD patterns (Figure 3), can
also be con rmed by FTIR. The intercalation of NMP or the
electrolyte does not change the Fe O stretching at 500 cm *in
the FeOCI phase,*** while a weak signal related to Fe?* (Fe
0) at 590 cm ! was detected for the FeOCI/CMK-3 cathode
after rest in the coin cell for 10 h.*>® This may be ascribed to
partial self-discharge of the coin cell. Upon discharge, the Fe?*
signal increased and the Fe O stretching of the FeOCI phase
was weakened. For the FeOCI/CMK-3 electrode after the full
discharge, the distinct band at 590 cm ! was formed. This
indicates the formation of Fe?* after the dechlorination during
discharge. The band at 500 cm ? related to the FeOCI phase
was recovered after recharge, although part of the phase with
low iron valence still existed. The reversible electrochemical
reaction based on the chloride ion transfer of the FeOCI/CMK-
3 cathode in the CIB was further revealed. A schematic
illustration in Figure 6b shows the whole chemical and
electrochemical processes of the FeOCI material before and
after cycling. NMP was intercalated into the FeOCI layers
during preparation of the FeOCI cathode, inducing a large
expansion of the FeOCI layers along the b-axis direction. Then,
a further expansion was created by the intercalation of the
electrolyte components when the FeOCI cathode was rested in
the coin cell. The following process of the FeOCI cathode was
the reversible electrochemical reaction upon chloride ion
transfer during the discharge and charge cycling.

In summary, we developed a facile approach for preparing
FeOCI with high performance for CIBs, and the reaction
mechanisms of the FeOCI cathode material are unveiled
accordingly. The FeOCI cathode material that was incorporated
by CMK-3 under mild conditions shows a high discharge
capacity of 202 mAh g ! and superior cycling stability, which
contributed to a distinct nanocon ned e ect and signi cant
enhancements in the charge transfer and chloride ion di usion.
XRD, TEM/HRTEM, EDS, and FTIR results revealed the
Fe3*/Fe?* electrochemical reaction based on the chloride ion
transfer of the FeOCI/CMK-3 electrode during cycling.
Furthermore, chemical intercalations of NMP and the electro-
lyte components into the FeOCI layers, which induced evident
expansion of the FeOCI layers along the b-axis direction, were
clearly manifested. The electrolyte components showed a high
a nity for the chlorine layer in the FeOCI phase. These

ndings bring a new potential liquid exfoliation approach for

preparing 2D iron oxychloride material, boosting prospective
applications of this new kind of 2D material in diverse areas of
catalysis, degradation of organic contaminants, sensors, and
electronics.
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